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B LATEID INSPECTION REPORT
> SERVICES m i
DATE OF INSPECTION: REPORT NUMBER:
12-Nov-2016 | CLIENT [ 8219-M-001
PREMIER LOGISTICS
RIG/ HOIST JOB Reference No: LOCATION
| KCA TS5 | | FARHA
TYPE OF INSPECTION:
| WET VISIBLE MAGNETIC PARTICLE INSPECTION |
EQUIPMENT: TECHNIQUE:
! Flectromagnetic AC Yoke |acy.oi0 Longitudinal Magnetization |
PROBE / TYPE: SENSITIVITY:
| Flexible Leg Wet Visible MPI |
REFERENCE / BLOCK: MEDIUM/COUPLANT:
| Magnetic Flux indicator I Magnaflux Black Ink |
SURFACE FINISH { LIMITATIONS { If any )
[ Bare Metal Surface
SPECIFICATIONS REFERED:[ASTM-E-709
ITEM DESCRIPTION
541084 [ Reg No: 4164 BA ] | GROVE CRANE HOOK BLOCK
]—. = ‘ S DESCRIPTION OBSERVED
i MODEL
[ TYPICAL INSPECTED AREA ] i
SWL
S Numbar
Crane Assat Nuubar
INSPECTOR CHECK LIST Ac Yoke/ Mag. Coil Cal. Certificates | v | Mag. Ink Concentration | v
Mag Field Strength Verification [ v ] UV Visible Light Intensity Raquiroments | v )
AREA INSPECTED
FULL BODY : ¥ __ |paD EVES: ASSEMBLED: v __ |p1sassEmBLED:
CRITICAL AREAS: v |WELDED AREAS : TYPICAL SPECIFIC
v
COMMENTS
WET VISIBLE MAGNETIC PARTICLE INSPECTION PERFORMED ON ACCESSIBLE AREAS IN ASSEMBLED CONDITION.
RESULTS
THE INSPECTED AREA FOUND FREE OF CRACK OR SUCH SIGNIFICANT DISCONTINUITY §E E OF INSPECTION.
THE EQUIPMENT IS FOUND FIT FOR FURTHE : 6:’,
APPROVAL NAME s y Qualified To
= R i i w INS T
INSPECTED BY : . Siju Francis i~1;  ASNT Levelll
= — 5
QA/QC CHECKED BY: LEEA APPROVED rf' )
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